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Property Unit Value Test method
Acid value mgKOH/g 29-35 ASTM D 1639
Viscosity CP@200°C 1500-3500 ASTM D 4287
Glass transition temp (Tg) °C 265 ASTM E 1356
Color Gardner <2 ASTM D 1544
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RM Manufacturer Formula
Polyester Resin (CP-9314) Chekad 558
TGIC e 42
Flow agent (GIP 288) SSC 10
Benzoin SSC 4
Blanc fixe (HY-PBS) Hoyonn 86
Tio2 Lomon 300

Extrusion condition Film properties Cure cycle

Barrel Temperature: 100-105 (°C) Thickness: 60-65 (1um) 10 minutes / 200 °C

Speed: 300 (rpm) Impact: 50 (kg*cm) (Metal temperature)

Gloss (60°): >90
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http://www.chekad.com/
https://chekad.com/powder-coating/powder-polyester-resins/?lang=en

